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Super 304H, HR3C and Sanicro 25 grade austenitic matrix steels 
are used in the construction of pressure components of boilers with 
supercritical operating parameters. The article presents the results 
of microstructure examination in delivery condition and after age-
ing for up to 50,000 hours at 700°C. The microstructure exami-
nation was performed using scanning and transmission electron 
microscopy. The precipitates were identified using transmission 
electron microscopy. In particular, the study analysed the v phase 
precipitation process and its dynamics depending on the ageing 
time. It has been shown that the intermetallic v phase plays a sig-
nificant role in the loss of durability of the tested steel. It is related 
to its significant increase due to the influence of high temperature, 
and its coagulation and coalescence dynamics strongly depend on 
the ageing/operating temperature level. The qualitative and quan-
titative identification of the intermetallic v phase precipitation pro-
cess described in the study is important in the analysis of the loss of 
durability of the tested steels under creep conditions.

Keywords: Super 304H, HR3C, Sanicro 25, microstructure, 
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Stale o osnowie austenitycznej w gatunkach Super 304H, HR3C 
i Sanicro 25 stosowane są w budowie elementów ciśnieniowych 
kotłów o nadkrytycznych parametrach pracy. W pracy zaprezen-
towano wyniki badań mikrostruktury w stanie dostawy oraz po 
starzeniu do 50 000 godzin w temperaturze 700°C. Badania mi-
krostruktury wykonano wykorzystując skaningową i transmisyjną 
mikroskopię elektronową. Identyfikację występujących wydzieleń 
przeprowadzono przy użyciu transmisyjnej mikroskopii elektrono-
wej. W pracy w szczególności analizowano proces wydzieleniowy 
fazy v i jego dynamikę w zależności od czasu starzenia. Pokaza-
no, że międzymetaliczna faza v odgrywa istotny wpływ na utratę 
trwałości badanej stali. Związane jest to z jej znacznym wzrostem 
wskutek oddziaływania wysokiej temperatury, a jej dynamika ko-
agulacji i koalescencji zależy silnie od poziomu temperatury sta-
rzenia/eksploatacji. Identyfikacja jakościowa i ilościowa opisanego 
w pracy procesu wydzieleniowego międzymetalicznej fazy v ma 
istotne znaczenie w analizie utraty trwałości badanych stali w wa-
runkach pełzania.

Słowa kluczowe: Super 304H, HR3C, Sanicro 25, mikrostruktu-
ra, faza v, starzenie, utrata trwałości

1. INTRODUCTION

At the turn of 2000, the domestic power industry adopt-
ed a programme of thorough modernisation of the Polish 
power industry, including investments in the construction 
of supercritical boilers with an efficiency of 42–46% [1]. 
This resulted in the commencement of extensive research 
on materials intended for operation at elevated and high 
temperatures, which lead to gaining experience in their se-
lection and use [1–6]. These tests verified the required level 
of their strength and technological properties during long-
term operation. 

The group of materials most often used for components 
of supercritical boilers operating in the most difficult tem-
perature and stress conditions include steels with a ferritic 
matrix from the 2.5% Cr, 9–12% Cr group and austenitic 
steels from the 18Cr-10Ni, 25Cr-20Ni group [1, 7]. 

The introduction of a new material grade to the power 
industry must be preceded by a series of long-term studies 
[7–9]. This requires thorough testing in laboratory and in-
dustrial conditions. 

One of the basic criteria determining the suitability of 
the use of a given material for a boiler’s pressure compo-
nents is the stability of its microstructure and mechanical 
properties at the assumed temperature of expected opera-
tion [7, 10, 11]. This stability can be determined by applying 
long-term ageing to simulate operating parameters [6, 7]. 
Long-term ageing is one of the main methods of simulating 
the operating conditions of materials used at elevated and 
high temperatures [7, 8, 12]. This process is carried out at 
a temperature close to the temperature of the expected op-
eration for at least tens of thousands of hours. In austenitic 
steels, it causes an improvement in strength properties and 
a reduction in plastic properties in the initial period [6, 8, 
13]. At the same time, increasing the ageing temperature 
to a level not exceeding 50–100oC of the maximum long-
term operating temperature contributes to increasing the 
dynamics of the processes taking place.

In austenitic steels, the main strengthening mechanisms 
influencing the functional properties include solutionisa-
tion, precipitation hardening and strengthening with grain 
boundaries. In the case of use of austenitic steels at ele-
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vated and high temperatures, due to the depletion of the 
matrix in alloying elements as a result of the precipitation 
and growth of secondary phases, as well as the reduction 
of dislocation blocking capacity by substitution elements, 
the main mechanism is precipitation strengthening, which 
significantly affects their heat resistance. Hence, the mech-
anisms of degradation of the microstructure of austenitic 
steels, which negatively affect their functional properties 
(creep strength, mechanical properties, corrosion resist-
ance) in long-term operation, are the processes of precip-
itation of secondary phases, change of their morphology, 
the process of their spheroidisation and coagulation, de-
pletion of the matrix in alloying elements as well as matrix 
softening processes [8]. 

MX, M23C6, M6X, Z phase (NbCrN) carbides/nitrides, in-
termetallic phases s, Laves, G and c and the copper-rich 
e_Cu phase are the most common precipitates in austenit-
ic steels [6, 8]. Their type of occurrence, morphology and 
volume fraction strongly depend on the chemical composi-
tion and operating parameters, and the knowledge of their 
stability is an indispensable element in the assessment of 
the functional properties of components operating under 
creep conditions. Literature data and own research clearly 
indicate that the phases which are most prone to growth 
and coalescence have a decisive influence on the loss of 
service life of steels intended for operating under creep 
conditions [1, 7, 8]. 

This phase includes the intermetallic s phase crystallis-
ing in a tetragonal lattice in the temperature range of 600 
to 1000°C [8, 14, 15]. The places which are particularly priv-
ileged to its precipitation are the points of contact of three 
grains and d ferrite precipitates [8].

This article presents the results of tests describing the 
dynamics of the s phase precipitation process in austenitic 
steels depending on the ageing time and temperature.

2. MATERIAL AND METHODOLOGY

The testing material consisted of new generation Su-
per 304H (X10CrNiCuNb18-9-3), HR3C (X6CrNiNbN25-20) 
and Sanicro 25 (X7NiCrWCuCoNbNB25-23-3-3-2) austenitic 
steels. The test samples were taken from finished products 
in the form of tube sections with the following dimensions: 
42.4 mm × 8.8 mm (Super 304H steel), 54 mm × 4.4 mm 
(HR3C steel) and 38 mm × 8.8 mm (Sanicro 25). The chemi-
cal composition of the tested steel is presented in Tables 1–3.

The microstructural studies were carried out using 
a scanning electron microscope (Inspect F) on convention-
ally prepared electrolytically etched metallographic mi-
crosections. The studies on microstructure using a trans-
mission electron microscope (TEM) were carried out using 
thin films. 

The quantitative analysis of the σ phase precipitation 
was performed with the use of a computer image analy-
sis system. The image analysis system was calibrated us-
ing a scale marker on the photographs of microstructures. 
The assumed calibration factor was: 1 pixel = 0.040 µm. 
The computer image analysis was performed on prepared  
binary images of the microstructure.

The above-mentioned tests were carried out for the Su-
per 304H and HR3C steels in delivery condition (after solu-
tion heat treatment) and after long-term ageing for 1,000, 
10,000, 20,000, 30,000 and 50,000 hours at 700°C.

3. TEST RESULTS AND OVERVIEW

Characteristic images of the microstructure of the test-
ed steels in delivery condition and after ageing for up to 
50,000 hours, observed using SEM, are shown in Figs. 1, 3, 
5, where, based on the tests carried out using TEM (Figs. 2, 
4, 6) and an alloying element distribution map analysis, the 
areas of s phase precipitation are marked.

Table 1. Chemical composition of the Super 304H steel, [weight %]
Tabela 1. Skład chemiczny stali Super 304H, [% masy]

Chemical composition, [weight %]

C Si Mn P S Cu Cr Ni Nb B N Al

As delivered 0.09 0.20 0.80 0.003 0.001 2.99 18.40 8.80 0.48 0.004 0.11 0.006

VDTÜV 550:12. 2012 0.07
0.13

max.
0.30

max.
1.00

max.
0.040

max.
0.010

2.50
3.50

17.0
19.0

7.5
10.5

0.30
0.60

0.001
0.010

0.05
0.12

0.003
0.030

Table 2. Chemical composition of the tested HR3C steel, [weight %]
Tabela 2. Skład chemiczny badanej stali HR3C, [% masy]

Chemical composition, [weight %]

C Si Mn P S Cr Ni Nb N

As delivered 0.06 0.39 1.15 0.013 0.002 18.41 20.15 0.47 0.23

Vd TUV546 max.  
0.10

max. 
1.50

max. 
2.00

max. 
0.03

max. 
0.03

23.00
27.00

17.00
23.00

0.20
0.35

0.15
0.35

Table 3. Chemical composition of the tested Sanicro25 steel, [weight %]
Tabela 3. Skład chemiczny badanej stali Sanicro25, [% masy]

Chemical composition, weight %

C Si Mn P S Cu Cr Ni W Co Nb B N

As delivered 0.06 0.25 0.50 0.01 <0.01 2.9 23.0 24.1 3.2 1.4 0.4 0.005 0.17

VDTÜV 555:09.2008 max.
0.11

max.
0.40

max.
0.60

max.
0.025

max.
0.015

2.0
3.5

21.5
23.5

23.5
26.5

2.0
4.0

1.0
2.0

0.30
0.60

max.
0.008

0.15
0.30
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Fig. 1. Microstructure of Super 304H steel against the alloying element distribution map; a) as delivered, b) ageing 10,000 h/700°C, c) ageing 
30,000 h/700°C, d) ageing 50,000 h/700°C
Rys. 1. Mikrostruktura stali Super 304H na tle mapy rozkładu pierwiastków stopowych; a) stan dostawy, b) starzenie 10 000 h/700°C, 
c) starzenie 30 000 h/700°C, d) starzenie 50 000 h/700°C

a)

b)

c)

d)
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In the tested steels, the σ phase precipitates were not 
found in the samples aged for 1,000 hours. However, the 
identification of this phase was shown by metallographic 
tests after an ageing time of 10,000 h at 700°C, mainly at 
grain boundaries. The extension of the ageing time showed 
an increase in the s phase precipitates along grain bound-
aries and its precipitation inside austenite grains. The 
precipitation of the s phase is favoured by an increase in 
the chromium content in the steel as well as by stabilising 
carbide-forming elements such as niobium and titanium, 
since they bind carbon atoms in MX precipitates. In the 
initial stage of σ phase precipitation, they have a wedge 
shape at grain boundaries and a disc shape inside austen-
ite grains [16]. The initial stage of the precipitation of this 
phase may have a positive effect on creep strength, while 
its tendency to grow with increasing temperature and age-
ing time makes its influence on the functional properties 
definitely negative [14]. The precipitation of this phase oc-
curs slower than for M23C6 carbides, because they are inco-
herent with the matrix and the diffusion of chromium in 
austenite is slow [17, 18]. σ phase precipitation reduces the 
grain boundary energy and redistributes iron and chromi-
um atoms. It is caused by faster diffusion in the area of the 
defective structure of the boundary than into the interior 
of the grains. The s phase after longer ageing times is also 
observed inside austenite grains [6, 16]. The process of nu-
cleation and growth rate of the σ phase precipitates inside 

the grain is slower compared to the σ phase precipitates at 
grain boundaries. It is related to higher nucleation energy 
inside the grains than for nucleation at the boundary, and 
also significantly lower volume of diffusion of the σ phase 
formation than diffusion through grain boundaries [8, 16]. 
σ phase characterised by high hardness and brittleness, 
and its precipitation in steels with an austenitic matrix 
contributes to a decrease in plasticity and ductility. It also 
reduces the corrosion resistance, which results from the 
decrease of chromium atoms in the matrix [19–21]. 

The measurement results for the average equivalent di-
ameter of the σ phase precipitates of the tested steels after 
ageing at 700°C for up to 50,000 hours are shown in Fig. 7, 
while the surface area of the particles’ cross-section is 
shown in Fig. 8.

The presented results of measurement of the average 
equivalent diameter and the surface fraction of the s phase 
indicate that its precipitation occurs between 1,000 and 
10,000 hours at the ageing temperature of 700°C. No metal-
lographic studies were carried out in this study within this 
time frame. However, [22] showed the presence of the s 
phase after 3,000 hours of ageing. The difficult identifica-
tion of the s phase in the tested steel is confirmed by its 
small share in the surface area after 10,000 hours, amount-
ing to approx. 0.15–2% for the temperature of 700°C. The 
increase in the s phase surface area share with the ageing 
time is consistent with the simultaneous decrease in the 

Fig. 2. v phase precipitates inside austenite grain in the Super 304H steel after 30,000 hours of ageing at 700°C; a) bright field, b) dark field, 
c) HAADF-STEM, d) EDS spectrum
Rys. 2. Wydzielenia fazy v w stali Super 304H po 30 000 godzin starzenia w temperaturze 700°C; a) jasne pole, b) ciemne pole, c) STEMHAADF, 
d) widmo EDS

a) b) c)

d)
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Fig. 3. Microstructure of HR3C steel against the alloying element distribution map; a) as delivered, b) ageing 10,000 h/700°C, c) ageing 30,000 
h/700°C, d) ageing 50,000 h/700°C
Rys. 3. Mikrostruktura stali HR3C na tle mapy rozkładu pierwiastków stopowych; a) stan dostawy, b) starzenie 10 000 h/700°C, c) starzenie 
30 000 h/700°C, d) starzenie 50 000 h/700°C

a)

b)

c)

d)
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M23C6 precipitates’ surface area share [2, 6]. The precipi-
tation of the s phase at grain boundaries may be accom-
panied by the dissolution of the M23C6 precipitates in the 
matrix [8]. This is also confirmed by the studies presented 
in [22]. 

4. SUMMARY

To determine the degree of loss of durability of the tested 
steels on the basis of changes in the microstructure, it is 
necessary to know the behaviour of the materials at high 
temperature over a long period of exposure. The many 
years of research on this subject show that changes in the 
microstructure of austenitic matrix steels occur through 
the precipitation process. These processes cause the loss 
of service life of steel, while reducing their desired func-
tional properties (mainly heat resistance). The dynamics of 
the s phase precipitation process, and thus its intensity in 
the loss of durability, depend on the chemical composition 
of the matrix and the ageing temperature.

The ageing time above 10,000 hours at 700°C revealed 
the initiation of the adverse effect of the s phase precipi-
tation process, which is manifested by a decrease in creep 
resistance, an increase in brittleness and an increase in the 
susceptibility of the tested steels to sensitisation and pit-
ting corrosion [8]. With the extension of ageing time above 

10,000 hours, a noticeable increase in the average diameter 
of the s phase precipitates is observed. 

The low thermodynamic stability of these precipi-
tates leads to an increase in their number and size at the 
boundaries, locally creating a network of precipitates. The 
increased dynamics of growth and coalescence of the s 
phase should be deemed to be related to the ageing pro-
cesses, which are manifested in the loss of coherence with 
the steel matrix and coagulation of the precipitated parti-
cles.

The results of the presented research are not only of 
cognitive importance, constituting the basis for material 
characteristics in the perspective of introducing the stud-
ied grades to the Polish power industry, but most of all they 
constitute a significant practical contribution, as they al-
low the use of the accumulated knowledge in the field of 
the development of microstructure degradation processes 
and properties of the tested steels in the prognosis of their 
operational durability.

Fig. 4. v phase precipitates inside austenite grain in the HR3C steel after 50,000 hours of ageing at 700°C; a) bright field, b) dark field, c) EDS 
spectrum
Rys. 4. Wydzielenia fazy v w stali HR3C po 50 000 godzin starzenia w temperaturze 700°C; a) jasne pole, b) ciemne pole, c) widmo EDS

a) b)

c)
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Fig. 5. Microstructure of Sanicro 25 steel against the alloying element distribution map; a) as delivered, b) ageing 10,000 h/700°C, c) ageing 
30,000 h/700°C, d) ageing 50,000 h/700°C
Rys. 5. Mikrostruktura stali Sanicro 25 na tle mapy rozkładu pierwiastków stopowych; a) stan dostawy, b) starzenie 10 000 h/700°C, c) starzenie 
30 000 h/700°C, d) starzenie 50 000 h/700°C

a)

b)

c)

d)
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Fig. 6. σ precipitate inside austenite grain in the Sanicro 25 steel after 10,000 hours of ageing at 750°C: a) bright field, b) solved diffraction 
pattern from the area in Figure a, c) EDS spectrum; TEM [2]
Rys. 6. Wydzielenie σ w stali Sanicro 25 po 10 000 godzin starzenia w temperaturze 750°C: a) pole jasne, b) rozwiązany dyfraktogram z obszaru 
na rysunku a, c) widmo EDS; TEM [2]

a) b)

c)

Fig. 7. Results of quantitative analysis of the equivalent diameter of σ phase precipitates of the tested steels after ageing at 700°C
Rys. 7. Wyniki analizy ilościowej średnicy równoważnej wydzieleń fazy σ badanych stali po starzeniu w temperaturze 700°C
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